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Electrical Testing of Rubber material to BST 921:1976

ERA Project No.

Client
(name and address)
Client Order No

Test Material

Client Reference

ERA Material Reference
Date Received
Sampling

Test Procedure

Results

Diate of Test

COBA Plastics Ltd, Marlborough, Fleckney, Leicester, LES BUR

14021

Sample of rubber mat ; 3m £ 0.9m x 9.5 mm

Switch Gear Rubber Matting

COBA/IMO148801

06 October 2003

Tests conducted al 18 positions across mal,

BS921 : 1976, clause 7.1

At no position on the surface of the mat did the leakage current

between the electrodes exceed 160mA/m® when energised al
15,000 % rms
16 October 2003

The test results relate only to the specimens measured,
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Copyright of this certificate is owned by ﬁﬁ:ﬁ:Teclmnlngy Ltd. The certificate may not be reproduced other

than in full.
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